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Silanone„SiBO… on Si„100…: intermediate for initial silicon oxidation

Y. J. Chabal,1 Krishnan Raghavachari,1 X. Zhang,2 and E. Garfunkel2

1Materials Research, Agere Systems, Murray Hill, New Jersey 07974
2Department of Chemistry, Rutgers University, Piscataway, New Jersey 08854

~Received 13 June 2002; published 25 October 2002!

Infrared-absorption measurements and first-principles quantum chemical calculations reveal that the initial
oxidation of clean Si(100)-(231) by O2 involves the formation of a metastable silanone intermediate,
(O)SivO, containing two oxygen atoms presumably from the same O2 molecule. Oxygen insertion into the
surface silicon Si-Si backbonds is either thermally activated~;1-eV barrier! or induced by atomic hydrogen
exposure with formation of novel dihydride intermediates.
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To control critical heterointerface properties of future n
noengineered Si-based structures~e.g., high-k dielectrics and
integrated optoelectronics!, precise atomic scale knowledg
of the growth, structure, and interactions of the Si-O syste
including the Si/SiO2 interface, is necessary. The oxidatio
mechanism of silicon has been extensively examined for
a century because of its importance in semiconductor de
technology.1–4 Yet, an atomic level picture of the oxidatio
mechanism remains elusive. This lack of a thorough mec
nistic picture applies to O2 oxidation of clean Si~100! and
~111! surfaces, the H-terminated surfaces, and the SiO2 /Si
interface. The initial stages of oxidation of clean Si surfac
by H2O are somewhat better understood, although an ato
scale model of oxidation beyond the first monolayer rema
speculative. Classic O2 on Si studies that shed some light o
the problem have involved vibrational5 and electron-loss
spectroscopy,6 core and valence-band photoemission,7–9

scanning-tunneling microscopy~STM!,10 and theoretical
calculations.11–15What is clear is that there is a strong dri
ing force for O2 to react and dissociate on Si with an ove
whelming propensity to form stable Si-O-Si structures~;9
eV per O2 molecule downhill!, and that these species want
agglomerate to form SiO2 . What remains unresolved is th
existence and identity of metastable structures that arise
ing the reaction of gas phase O2 with Si to form SiO2 . To
date, none of the postulated structures~e.g., physisorbed O2,
peroxide Si-O-O-Si, terminal Si-O, or terminal Si-O-O sp
cies! have been definitively observed.

In this paper we present conclusive infrared spectrosco
evidence for the existence of what we argue is a key m
stable surface species, silanone (SivO), observed during O2
adsorption on Si~100! below room temperature. The assig
ments of the infrared spectral features are supported by q
tum chemical calculations of the vibrational frequencies a
total energies of the relevant structures. We demonstrate
conditions under which the silanone species can be cre
and observed, and present initial results on its thermal
chemical stability.

Samples are cut from double-side polished Si~100! wafers
~0.5-mm thick, float zone, 10V cm! that have been thermall
oxidized to produce a 3-nm-thick SiO2 film. Samples are
sequentially degreased in tricholoroethane, acetone, and
propanol, then cleaned in 4:1:1 H2O:H2O2:NH4OH at 80 °C
for 10 min, in 4:1:1 H2O:H2O2:HCl at 80 °C for 10 min,
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then HF etched~49% HF, 1 min!, and finally oxidized with
concentrated HNO3 at 80 °C for 10 min, with profuse rinsing
in deionized water between each step. A Si~100! sample is
then introduced into an ultrahigh vacuum chamber with t
thermocouples attached via tantalum clips to its top and b
tom edges. A clean Si(100)-(231) surface is obtained by
extensive degasing at 600 °C, i.e., below the oxide des
tion temperature, followed by a final anneal at 900 °C
remove the thin oxide.16 Maintaining the base pressure at
310211 Torr with liquid N2-cooled panels ensures that th
H2O residual in the chamber is well below 1310211 Torr,
even during typical O2 exposures ~1–100 L, 1 L
[1026 Torr3sec!. Infrared-absorption spectroscopy is pe
formed in transmission with radiation incident at 60° fro
the surface normal, using Si~100! or O2 preexposed/anneale
surfaces as a reference, as appropriate.17 Spectra are recorde
at low temperatures~153 or 173 K! and annealing sequence
consist of 2 min at the annealing temperature, with a
K/sec ramp rate.

The surface is modeled by a cluster containing nine s
con atoms to represent the local structure of a single dime
its immediate environment. The dangling bonds result
from truncation of Si-Si bonds are terminated by H atoms
order to avoid artifacts due to excess spin or charge. We
a model where the first two layers are allowed to relax fu
while the third and fourth layer atoms in the extended so
are held fixed along ideal bulk crystalline directions~Ref. 4,
Chap. 7!. The geometry that minimizes the total energy
then obtained for each cluster via gradient corrected dens
functional calculations using the B3LYP hybrid function
with a polarized double-zeta basis set. The calculated
quencies are corrected for anharmonicity and other syst
atic errors by employing simple additive corrections with
each mode type.17–19

Upon O2 exposure onto aclean Si(100)-(231) surface
at 173 K, an absorption band in the 800–1200-cm21 range,
characteristic of Si-O-Si stretch modes, is observed~Fig. 1!
and its intensity increases with exposure. The oxygen co
age of the layer thus formed can be estimated from the i
grated area of this band, using data from water oxidatio17

and thin chemical oxide studies.16 We find 0.0760.02% and
0.1660.05% ML (1 ML[6.831014 cm22) for the 15- and
80-L exposure data shown in Figs. 1~a! and 1~b!, respectively
(1 L[1026 Torr3sec). The initial sticking coefficient, a
©2002 The American Physical Society15-1
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estimated from low exposure data~,15 L!, is s'0.005. We
also note that the oxygen uptake is nonlinear, possibly
dicative of Langmuir adsorption behavior. The lack of a
observed spectral features in the 600–700-, 2000–2200-,
3500–3700-cm21 regions, where the Si-H and Si-OH mod
of dissociated water occur,18 confirms that less than 0.01-M
water is adsorbed.

The feature at 1222 cm21 for 16O2 @Figs. 1~a! and 1~b!#,
also observed at 1182.5 cm21 for similar 18O2 exposures at
173 K ~not shown!, is attributed to a silicon-oxygen stretc
vibration, but its frequency is unexpectedly high for Si-O-
modes.20 For all experimentally measured or calculated o
ide structures on Si~100!, with oxygen either in the dime
bond or the first-to-second layer Si-Si bonds~‘‘backbonds,’’
for short!, the Si-O-Si asymmetric stretch frequencies oc
in the 800–1120-cm21 range, including interstitial oxygen
atoms in bulk silicon~1105 cm21!. After consideration of
several local species such as peroxides, epoxides, and
anones, only silanones, featuring a double bond betwee
and O (SivO), yield vibrational frequencies in this spectr
range. Specifically, we calculate the SivO stretch frequen-
cies at 1164, 1237, and 1295 cm21 for silanone species con
taining zero, one, and two oxygen atoms in the Si backbon
respectively. The blueshift induced by backbond oxidation
clearly due to the inductive effect of the electronegative o
gen atoms and has been seen previously in other situa
also.17,18 Thus the only structure that is consistent with t
experimentally observed frequency is silanone contain
one oxygen in the backbond@see Fig. 2~a! denoted
(O)SivO#, which is reasonable for reactions involving pa
of oxygen atoms such as for O2 . We note that SivO has
been observed in silica,21 porous silicon,22–24 and as a di-
atomic molecule (SivO) in inert gas matrices25 or phys-
isorbed on Si~111!;26 and the frequency we calculate~1295
cm21! for silanone bonded to two oxygen atom
(O)2SivO, is in excellent agreement with the observed f
quency for silanones on the surface of SiO2 ~1306 cm21!.21

The calculated isotopic shift on18O substitution in
(O)SivO yields a frequency shift of 40 cm21 ~from 1237 to
1197 cm21!, in excellent agreement with the measured sh
of 39.5 cm21 ~from 1222 to 1182.5 cm21!. This isotopic shift
is distinctly smaller than the value of;50 cm21 predicted
for Si-O-Si species resulting from oxygen insertion into t
dimer bond or backbonds.

The temperature dependence of the 1222-cm21 feature is

FIG. 1. Infrared-absorption spectra upon O2 exposure of clean
Si(100)-(231) at 173 K using the clean surface as reference:~a!
15-L O2 , ~b! 80-L O2 , and~c! 80-L O2 with a subsequent anneal t
500 K.
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characteristic of a metastable species. Figure 1~c! shows that
it disappears upon mild~500-K! annealing, with evidence o
oxygen incorporation and rearrangement of the oxide m
eties at the surface. While investigating the temperature
pendence of the adsorbed oxygen, we noticed that when
surface is preconditioned~partially oxidized! by moderate
oxygen exposures at 180 K~20–40 L! followed by 800-K
anneals,27 the subsequent adsorption of O2 and the resulting
stabilization of the silanone species are both enhanced~Fig.
3!. This is evident in Fig. 3~a! where only 5-L O2 exposure at
153 K results in three times more oxygen uptake than o
clean surface~s'0.015 instead of 0.005! and produces ove
10 times more silanone relative to the clean surface at 17
~based on the 1223-cm21 peak area!.

Stability of this silanone intermediate is obtained by loo
ing at its thermal properties summarized in Figs. 3~a!–3~c!.
The intensity ofthree spectral features at 1001,1111, and
1223 cm21 have in fact the same temperature depende
and therefore appear to be related to the silanone spe
formed on oxide-conditioned silicon surfaces. The intens
of all three modes substantially decreases by 350 K, as
new modes appear at 974 and 1018 cm21 @Fig. 3~b!#. The
origin of the 1001- and1111-cm21 modes can be understoo
by considering a related important structure that also c
tains the silanone group but involves an additional inter
tion with the other Si atom of the dimer through a dati
bond@Fig. 2~b!#. Though such a structure appears to have

FIG. 2. Schematic diagram of the silanone structures and t
corresponding stable oxide structures:~a! ‘‘normal’’ silanone bond-
ing with one oxygen in the backbond,~b! ‘‘interacting’’ silanone
bonding with one oxygen in the backbond and dative interaction
the other surface Si atom,~c! two silanone species~one free and the
other with a dative interaction! on one dimer unit with no oxygen
atoms in the backbonds,~d! oxygen insertion on the same side,~e!
two silanone species~one free and the other with dative bondin!
on one dimer, each one with an oxygen atom in the backbond,
~f! oxygen insertion on both sides in a four-oxygen dimer un
Silicon atoms are shown in gray and oxygen atoms in black.
5-2
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oxygen inserted into the dimer bond, the two different Si
bond lengths~;1.57 and 1.94 Å! clearly differentiate it from
a bridge Si-O-Si by stressing the inequivalence of a str
SivO bond and a weak, dative Si←O bond. The silanone
stretching frequency is correspondingly shifted down
;1100 cm21 from this dative interaction while the frequenc
associated with the oxygen in the backbond position s
occurs around 1000 cm21. We therefore assign the exper
mentally observed modes at1111 and1001 cm21 to such a
structure. Another related structure also containing a sim
asymmetric interaction~Si-O distances of 1.85 and 1.59 Å! is
shown in Fig. 2~c!. It is also possible that both species can
present in the same dimer as shown in the structure of
2~e!. Such a species resulting from the interaction of two2
molecules in a single dimer is related to a structure con
ered by Demkov and Sankey,13 and reminiscent of the on-to
~or ‘‘ad-ins’’ ! structures proposed for O2 adsorption on
Si~111!-(737).28 Our assignment to two closely related s
anone species is consistent with the experimental observa
that all three modes disappear together on annealing.

The disappearance of all three modes is not due to des
tion, but rather to the insertion of the oxygen atom of t
silanone into a surface silicon backbond@Fig. 2~d!#. The
transition state for such a process involves an activation
rier of only about 1 eV, in good agreement with what w
estimate from the experiment. The resulting structure
volves a relatively stable divalent silicon species with tw
oxygen atoms inserted into the backbonds and has freq

FIG. 3. Infrared-absorption spectra upon O2 exposure of
Si(100)-(231) preexposed to oxygen@31 L for series~a!–~c!, and
26 L for series~d! and ~e!# and preannealed to 915 K. For seri
~a!–~c!, spectra are recorded at 153 K after 2-min anneals at~a!
153, ~b! 343, and~d! 523 K. These three spectra are representa
of a series of anneals at 50-K intervals between 153 and 523 K.
series~d! and~e!, data are recorded and exposures performed at
K: ~d! initial spectrum, and~e! after 3–4-L atomic H exposure
~360-L H2 with a 2000-K tungsten filament placed 3 cm from t
surface!. For both series, the reference surface is that of
preexposed/annealed surface, so that the spectra correspond
absorption associated with 5-L O2 exposure only.
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cies calculated at 972 and 1035 cm21, in excellent agreemen
with the experimentally observed values~974 and 1018
cm21!. In the case of two O2 molecules in a single dimer uni
@Fig. 2~e!#, the final structure has a dimer with four oxyge
atoms inserted into the backbonds@Fig. 2~f!# and is also
characterized by similar frequencies.

Further insight into the reactivity and nature of this me
stable silanone species is obtained by examining its inte
tion with hydrogen. While no spectral change is observ
upon 100–500-Lmolecular hydrogen exposure, Figs. 3~d!
and 3~e! show thatatomic hydrogen exposure removes th
silanone modes. Note that at room temperature, all th
silanone-related modes are relatively weak, due to pa
decomposition, and clearly redshifted~now 990, 1100, and
1216 cm21!, due to strong anharmonic coupling to substra
phonons.29 Upon reaction, atomic hydrogen terminates s
face dangling bonds, as evidenced by the appearance o
brational modes at 660, 864, 916 cm21, 2103, and 2140
cm21. The modes at 660 and 2103 cm21 ~not shown in Fig.
3! along with a weak shoulder at 903 cm21 are well ac-
counted for by dihydride formation on oxygen-free areas
the surface@SiH2 bend~660!, scissor~903!, and stretch~2103
cm21!#. In contrast, the modes at 864 and 916 cm21—linked
to the mode at 2140 cm21—have never been observed pr
viously on clean or oxidized silicon surfaces exposed
atomic hydrogen.

We show that these modes correspond to dihydride s
cies with one and two oxygen atoms in the backbonds,
are a direct consequence of atomic hydrogen interaction w
the double-bonded oxygen (SivO). In a manner similar to
H-induced OH decomposition on Si~100!,18 atomic hydrogen
interacts with the double-bonded oxygen, to yield radi
species that drive the insertion of oxygen into the backbo
The net result is the formation of dihydride structures w
oxygen atoms in the backbonds instead of monohydride
is usually the case, becausetwo dangling bonds are liberate
as oxygen is inserted into the silicon. Calculations reveal t
SiH2 structures are characterized by wagging modes that
strongly dependent on the number of oxygen atoms in
surface silicon backbonds. For a bare dihydride~without any
oxygen!, the mode is calculated at 680 and observed at
cm21.18 In the presence of one and two oxygen atoms in
backbonds of SiH2 , these modes are calculated to shift up
831 for (O)SiH2 and 909 cm21 for (O)2SiH2 , in fairly good
agreement with the experimentally observed modes at
and 916 cm21. The corresponding scissor modes of the
hydrides are much weaker~at 931 and 954 cm21! and cannot
be experimentally resolved. The observation of (O)2SiH2 re-
sults directly from hydrogen-induced migration of the stru
tures of Figs. 2~a! or 2~e!, while the (O)SiH2 species is likely
produced from hydrogenation-induced oxygen migration
structures such as those of Figs. 2~b! or 2~c! with each oxy-
gen atom moving to the backbond of the two distinct
atoms of the dimer. In all cases, dihydrides are formed so
due to the liberation of a double bond upon interaction w
SivO.

The identification and quantification of a silanone inte
mediate makes it possible to observe that the details of o
gen insertion differ greatly depending on the exact oxidat
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conditions. This, in turn, may help explain some appar
discrepancies in the literature. For instance, O2 exposure of a
clean Si~100! initially results in predominantly Si-O-Si for
mation, with relatively little silanone. In contrast, preoxid
tion to monolayer levels leads to stabilization of the silano
at similar temperatures, indicating that surface condition,
possibly defects, influence oxidation rates. Furthermore,
large width of the absorption band points to formation
several species in what has become an inhomogeneous
face. These observations confirm the theoretical finding
many ‘‘oxide’’ configurations are energetically equivalen
explain the wide distribution of oxidation states observed
photoemission, are consistent with the lack of ordered st
tures observed in low-energy electron diffraction and ST
and give us an important new handle on oxidation mec
nisms.

The preponderance of the silanone species on preoxid
surfaces indicates that silanone may constitute the m
metastable intermediate for oxygen insertion into silicon
low temperatures and gives a clue as to the dominant p
way for an initial oxygen insertion pathway at all temper
tures. This information is particularly important because p
experimental studies have failed to provide conclusive e
e

ol
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dence for any specific proposed intermediate. Previous fi
principles calculations have shown that a variety of interm
diates with similar total energies can be formed. Ma
possibilities exist, therefore, possibly involving many diffe
ent pathways, but the energy barriers between such inter
diates that determine the accessibility of the competing re
tion pathways are not available in most cases. Under s
conditions, we show that it is the combination of experime
tal spectroscopic datarecorded over a wide range of tem
peratures and extensivecalculationsof possible structures
with their associated vibrational response and possible r
tion pathways that make it possible to unravel the key re
tive intermediates. This knowledge has implications well b
yond the long-unresolved surface oxidation problem;30 such
information must be incorporated, for example, into our d
veloping models of atomic layer deposition of ultrathin ga
dielectrics in which the initial oxygen incorporation and su
sequently formed interfaces must be controlled at the ato
level.

The authors are grateful to M.K. Weldon and K.
Queeney for stimulating discussions. X.Z. and E.G. are s
ported by the Semiconductor Research Corporation.
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